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Problem:

Wire is visually inspected a long time after rolling, so rolling defects (marks, laps,
overfill) can occur without being promptly revealed. Other defects (seams, cracks)
can completely remain undisclosed due to the lack of 100% visual inspection of the

wire.
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Solutions:

WireCHECK inspects the surface of the wire, automatically
detecting surface unevenness. The device makes use of a
proprietary lighting and camera system that
makes possible to detect any local or diffused
defect with a very high level of reliability.

Benefits:
- Automatic detection of roll marks,
laps, overfill, seams, cracks
- 100% automatic product inspection
- Early warning of defective wires
- Possibility of on-time feedback
to CCo operative practices
- Full report with each wire
roll defect images
Possibility of several
reports viewing &
management
client stations
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Industrial equipment arrangement:
- Installation just after the last cooling section, before the Stelmor cooling bed
- Robust case with easy maintenance design

WireCHECK™ can include Q-PRO? for data storage and
mining, allowing off-line review of process conditions
conducting to defect appearance.
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contact:
Centro Sviluppo Materiali SpA
WWWw.C-s-m.it

marketing.steel@c-s-m.it
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